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EXPLANATION

Class Name (pixel count)

Chlorite or Epidote (130,541)

Muscovite (178,520)

Illite (24,835)

Kaolinite (990)

Kaolinite + Muscovite/Clay/Calcite (13,146)

Montmorillonite (23,947)

Alunite + Kaolinite (15)

Kaolinite (dickite may be present) (31)
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Faults

Lithologic contact

Non-fuel minerals

bedded celestite

bedded gypsum

limestone

polymetallic vein

sedimentary bentonite

unclassified
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unk clay
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