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EXPLANATION

Class Name (pixel count)

Hematite Nanocrystalline (1,572)

Goethite Fine-Grained (9,922)

Goethite Medium-Grained (14,213)

Goethite Coarse-Grained (28,918)

Jarosite (15)

Fe-Hydroxide (10,785)

Epidote (2,757)

skarn Cu

skarn Zn-Pb

unk Au

vein Au

vein hematite

Non-fuel minerals

Faults

Lithologic contact
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